
A video animation can
be found online:A look into the sole

Cross section of foam bead with 
air bubbles measuring 30 to 300 
microns 

Midsole of five to ten millime-
ter fused foam beads made of 
Infinergy

Molecular structure of the 
expanded thermoplastic poly-
urethane with stiff and elastic 
elements


